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CUSTOMER NAME: YUYAO JOSSEN MACHINERY CO., LTD 

ADDRESS: WUXING VILLAGE, FENGSHAN DISTRICT, YUYAO, ZHEJIANG 

 

Sample Name : STAINLESS STEEL 304 PLATE 

Material and Mark : 304 

Other Information : A 2.5 

B 3.0 

C 5.5 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Test Required : Chemical Composition Analysis 

Date of Receipt  : Dec 18, 2017 

Testing Start Date  : Dec 18, 2017 

Testing End Date : Dec 21, 2017 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  

Services Co., Ltd Ningbo Branch 

 
Arya Yang 

Authorized signatory 



 

 
TEST REPORT 

No.   : NBIN1712012971ML 

Date : Dec 21, 2017 

Page: 2 of  3 

 

 

Chemical Composition Analysis: 

Test Method:  ASTM E1086-14(OES) 

Element C Si Mn P S Cr Ni 

Req.,% ≤0.07 ≤0.75 ≤2.00 ≤0.045 ≤0.030 17.5~19.5 8.0~10.5 

Result-A ,% 0.05 0.42 1.31 0.033 0.001 18.17 8.12 

Result-B ,% 0.05 0.42 1.03 0.019 0.006 18.24 8.13 

Result-C ,% 0.04 0.48 1.54 0.036 0.002 18.17 8.29 

Con. Pass Pass Pass Pass Pass Pass Pass 

Note: Only the results of the customer designated elements comply with the requirement of ASTM 

A240/A240M-16 type 304. 
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******** End of report******** 
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